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The following samples were submitted by the client said 1o be:

Sample Name a : Spectacle Frame

Model No. : IONSPEC

Sample Receiving Date : February 13, 2012

Test Period . February 13, 2012 - February 16, 2012

Test Requested © Pb,Cd,Cr(V1),Hg PBBs PBDEs content

Test Results . Details, please refer to the following pages.

Conclusion . Based on the performed tests on submitted sample(s) the results
comply with the RoHS Directive 2011/85/EU and its subsequent
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