AGC

Metal coating material

Report No.: AGC15789230601-001

Test Flow Chart of Hexavalent Chromium (Cr®*')
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Analysis by UV-Vis
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Compare with 0. 1pg/em® and 0.13pg/cm?
standard solution
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