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Test Items Description Unit Star_u:lard Eesults Cu.nuzlu Test Method/
Eequirement sions Remarks
&
(dour —— — Mo Odour Mo Odour Paz=z GE 18401-2010
Air Permeability . mm; 5 =250 288 Pass GB/T 5453-1997
28
Fiber Content — % —_ Cotton 100 i FZ/T 01067-2007
B Colour Change | Grade =4 4-F
rotour g:f;ﬂ*“ b Pass | GB/T 5713-2013
Colour Staining| Grade =4 4-5
e Colour Change | Grade =4 4-F
'C““;,“‘ F"E“."t'*_“ A0 Pass | GB/T 3922-2013
g ettt Colour Staining| Grade =4 4-5
Formaldehyde o - Undetected e
Content mg/ kg =20 (< 20mg k) Pass | GB/T 2912. 1-2009
pH Value KEC1 Extract i 4, 0~7.5 T.0 Pazs GB/T 7B73-2009
38
o Colour Change | Grade =4 4-F
ekt 'F'i;*'T"E” b Pass | GB/T 3921-2008
ashlng Colour Staining| Grade =4 4-5
Undetected
Azo mg/ kg Not Used (< Sme/ke) Pass | GB/T 17592-2011
48
s Colour Change | Grade =4 4-5
et SFT*'_‘"E“ b Pass | GB/T 18886-2019
sl Colour Staining| Grade =4 4-F
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